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TOP SELLING




The Better Cotton Initiative (BCI)

O
Is The Largest Cotton BCI
Sustainability.... i
To Fashion And Textile Brands And 'b‘ ._‘[‘
Civil Society Organizations-driving A
The Cotton Sector Towards....
SAAD

As An Observer Member, In Order
Encourage

68% Cotton, 30% Poly, 2%

Content d
Content 80% BCI Cotton, 20% PCW SHARCER
2 16x200D+70D/120x60
Construction 7x7/68x41  3/1ZTwill Construction 3/1 Z Twill
Width (Inch) 57"/58" Width (Inch) 54"/55"
Weight (B/W) 356 #5%) Weight (B/W) 250 (£5%)
Finishing Non-Peach Finishing Non-Peach
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modal fibers are produced by
environmentally responsible
processes from the sustainably
sourced natural raw material
wood. TENCEL™ fibers are found
in the collections of many leadin
designers and renowned retailers.

Code

Content 80% BCI Cotton, 20% PCW

Construction 20516/128x60 3/1S
Twill

Width (Inch) 57"/58"
Weight (B/W) 240 £5%)
Finishing Peach
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U F

S

SA

Construction
Width (Inch)
Weight (B/W)
Finishing

(o]
TENCEL

100% Tencel

30x30/130x70 1/1
Plain

58"/59"
162 &5%)

Non-Peach
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The Better Cotton Initiative (BCI)
Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And
Civil Society Organizations-driving
The Cotton Sector Towards....

As An Observer Member, In Order
Encourage

Content 80% BCI Cotton, 20% PCW
Conistruction  X0//3x42 /13
Twill

Width (Inch) 57"/58"
Weight (B/W) 336 &5%)
Finishing Non-Peach

Construction
Width (Inch)

Weight (B/W)
Finishing

NF-3874/2(

100% BCI Cotton

45x32/159x84  2/1S
Twill

ST 58
145 (5%)

Non-Peach
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78% Cotton, 20% PCW.,

Content 97% Cotton, 3% Spandex Kontent 2% Spandex
: 40x16+70D/184x72 . 30x20+70D/168x70
Construction 3/1S Twill Construction 3/15 Twill
Width (Inch) 55"/56" Width (Inch) 53"/54"
Weight (B/W) 225 &5%) Weight (B/W) 226 ¢5%)
Finishing Carbon-Peach Finishing Peach
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The Better Cotton Initiative (BCI)
Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And
Civil Society Organizations-driving
The Cotton Sector Towards....

As An Observer Member, In Order
Encourage

98% BCI Cotton,
2% Spandex

Content

Content 98% BC| Cotton, 2%

Spandex
Construction ;?;éz;;ﬁ:j /92x56 Construction ??%250;;3:3 /160x60
Width (Inch) 53'"/54" Width (Inch) 53"/54"
Weight (B/W) 346 ¢5%) Weight (B/W) 200 @5%)
Finishing Non-Peach Finishing Peach \
w
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The Better Cotton Initiative (BCl)
Is The Largest Cotton

BCI
Sustainability.... £oyrdn
To Fashion And Textile Brands And ~ %[ g
Civil Society Organizations-driving ‘: ‘ﬁ_)
The Cotton Sector Towards....
SAAD

As An Observer Member, In Order
Encourage

Content 78% BCI Cotton, 20% PCW,

Content 95% BCI Cotton,

. 30x16+70D/156x84 . X X
Construction 3/2S Twill Construction 2/1 § Twill
Width (Inch) 56"/57" Width (Inch) 57'"/58"
Weight (B/W) 258 £5%) Weight (B/W) 235 &5%)
Finishing Peach Finishing Peach
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Content

Construction
Width (Inch)

Weight (B/W)
Finishing

78% Cotton, 20% PCW

(PR o ot 2% Spandex
10x10/72x42 Construction 20x16+70D/151x52
3/1S Twill 3/1S Twill

5758 Width (Inch) 53"/54"

265 ¢5%) Weight (B/W) 270 t5%)

Peach Finishing Peach
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Code

Content
Construction

Width (Inch)
Weight (B/W)
Finishing

NF-4745/21
95% BCI Cotton, 5% PCW

20x20/100x50
Canvas

57"/58"
180 &5%)

Non- Peach

=

Code

Content

Construction
Width (Inch)
Weight (B/W)
Finishing

3

o,

NF-4793/21

85% Conventional Cotton,
15% Recycled Ctn

30x20/152x76
2/1S Twill

57"/58"
200 {5%)

Peach

)



Newness




66% BCI Cotton, Content
Content 34% Tencel
. 20x20/112x65 Conanstion
Construction 31 S Twill
Width (Inch) 57"/58" | Width (Inch)
Weight (B/W) 222 5%) ; Ll \ \\ Weight (B/W)
Finishing Non- Peach A LR B \\\\Q\\{ W Finishing

Wi SANCQIOUP 2am b

100% Cotton

40/2x16/138x64
Dobby

58"/59"
261 5%)
Carbon Peach+Eco Teflon
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Content 98% Cotton, 2% Spandex Content 1009% BCI Cotton
: 60x30+40D/252x112 Cansiriiction 30/2x12/96x65
Construction Dobhy u Dobby
Width (Inch) 55"/56" Width (Inch) 56"/57"
Weight (B/W) 220 &5%) Weight (B/W) 292 (£5%)
Finishing Silky Soft Finishing Silky Soft
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Content
Construction

Width (Inch)
Weight (B/W)
Finishing

'82% Cotton,16% Poly,

2% Spandex

10x150D+70D/80x66
Canvas

53"/54"
256 &5%)
Non Peach

Construction

Width (Inch)
Weight (B/W)

50% Cotton, 48% Poly,
2% Spandex

30x300D+70D/156x84
Dobby

52"/53"
315 +5%)

Moisture Management
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90% Cotton, 9% Linen

Content

content gé?sggn[dgxﬂmn,m - ;3‘;(51?“2? x?OD/QO 45
: 30x300D+70D/152x84 : +20+ X

Construction Dobby Construction 2/1S Twill

Width (Inch) 48'"/49" Width (Inch) 50"/51"

Weight (B/W) 329 &£5%) Weight (B/W) 180 #£5%)

Finishing Moisture Management Finishing Non Peach

W SANCQIOyUp fam ba




Suobliat Nice Denim Mills LTD

PP (Solid Dyeing Fabrics)
Origin Bangladesh
Content 100% Cotton
Construction 30x30/162x70 Honey

Comb
Width (Inch) 57"/58" f
Weight (B/W) 165 £5%) \
Finishing Non-Peach
g -
~
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TENCEL™ branded lyocell and
modal fibers are produced by
environmentally responsible

processes from the sustainably

sourced natural raw material
wood. TENCEL™ fibers are found in
the collections of many leadin
designers and renowned retailers.

Content 100% Tencel
Construction ':Il'fvflf QS heat Gils
Width (Inch) 57"/58"

Weight (B/W) 247 5%)

Finishing Nom-Peach
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' TENCEL X 7
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Content 98% Cotton, 2% Span
. 40x20+70D/190x105
Construction
Dobby

~ Width (Inch) 53"/54"

Weight (B/W) 240 {£5%)
Finishing Nom-Peach
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The Better Cotton Initiative (BClI)

O
Is The Largest Cotton BCI
Sustainability.... Corron
To Fashion And Textile Brands And > g[‘
Civil Society Organizations-driving _“J
The Cotton Sector Towards....
i s

As An Observer Member, In Order
Encourage

Content 80% BCI Cotton, 20% Pcw Content 100% Lyocell
Construction .?.3::'3' 0/130x68 2115 Construction "ZT‘\.OVTI::- 0/306x52 SIS
Width (Inch) 57"/58" Width (Inch) 57"/58"

Weight (B/W) 150 £5%) Weight (B/W) 254 ¢£5%)

Finishing Peach Finishing Nom-Peach |
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The Better Cotton Initiative (BCI)
Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And
Civil Society
Organizations-driving The Cotton
Sector Towards....

As An Observer Member, In Order

Encourage

Content 80% BCI Cotton, 20% Pcw Content 100% Lyocell

Construction 30x30/130x68  2/15 [ 20x10/106x52  3/1S
Twill Twill

Width (Inch) 57"/58" Width (Inch) 57"/58"

Weight (B/W) 150 (+5%) Weight (B/W) 254 (+5%)

Finishing Peach Finishing Nom-Peach
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Content

Construction
Width (Inch)
Weight (B/W)
Finishing

20

98% BCI Cotton, 2%

Spandex

50x10+70D/240x60
Dobby

53"/54"
275 &5%)
Peach

Content

Construction
Width (Inch)
Weight (B/W)
Finishing

NF-4782/21

46% BC| Cotton, 20%
PCW, 34% Tencel

20x20/112x65 3/15
Twill

57"/58"
210 &5%)

Non-Peach
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Content 55% Cotton, 45% Viscose Content 98% BCI Cotton, 2%
spandex

Construction 16x16/68x58 Plain Construction 60x30+40D/256x114
Dobby

Wity (el it Width (Inch) 53"/54"

Weight (B/W) 190 (x5%) Weight (B/W) 224 (+5%)

Finishing Non-Peach Finishing Moisture Management.
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Content 98% Cotton, 2% Spandex Content :g:f‘::' Ot £

X
20x20+70D/100x58
i ’ 60x30+40D/256x114

Construction Rib-Stop Construction Dobby
Width (Inch) 53"/54" ‘Width (Inch) 53"/54"
Weight (B/W) 220 (+5%) Weight (B/W) 224 (#5%)
Finishing Non-peach Finishing Moisture Management.
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The Better Cotton Initiative (BCI) o
Is The Largest Cotton BCI \ y 4
Sustainability.... o
To Fashion And Textile Brands And " !_,.[‘
Civil Society Organizations-driving e
The Cotton Sector Towards....
SAAD

G kK O U P

As An Observer Member, In Order
Encourage

Content 98% Cotton,2% Spandex Content 100% BCI Cotton
Cosiniction 60x20+70D/256x86 B Construction 30{2x12/98x72 4/2S
Dobby _ Twill
Width (Inch) 53"/54" - Width (Inch) 56"/57"
Weight (B/W) 250 (£5%) ~ Weight (B/W) 270 (+5%)
Finishing Peach Finishing Chintz Finish \
e )
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The Better Cotton Initiative (BCI)

Is The Largest Cotton BCI E
Sustainability.... ERFin E“
To Fashion And Textile Brands And » v/ vE
Civil Society Organizations-driving e '
The Cotton Sector Towards.... i

: SAAD

As An Observer Member, In Order
Encourage
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Content 95% BCI Cotton, 5% PCW Content 100% Cotton
Construction .?3’:;:'0/152){126 e t Construction #ﬁﬁﬁ/152x126 53
Width (Inch) 57"/58" .L,, Width (Inch) 57"/58"

Weight (B/W) 164 (x5%) Weight (B/W) 164 (+5%)

Finishing Non-Peach

Finishing Non-Peach
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Code

Content
Construction

Width (Inch)
Weight (B/W)
Finishing

NF -4078/21
49% Viscose, 51% Cotton

30x20/130x90 4/25
Twill

57"/58"
200 (+5%)

Nom-Peach

Code
Content
Construction
Width (Inch)

Weight (B/W)
Finishing

4NF-417/20
98% Cotton,2% Spandex

20x20+70D/147x86
BFC

53"/54"

270(£5%)

Peach




Content 98% Cotton, 2% Spandex
: 20x20+70D/100x58
Construction RibStop

Width (Inch) 53"/54"
Weight (B/W) 220 &5%)
Finishing Non-peach
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UTILITY COTTON

Focused Colors

0108 0%104 09110 19119 14-201 19217 13308 22-213 ¥7-218 13213 16241 1204




SAAD

Content

Construction
Width (Inch)

Weight (B/W)
Finishing

NF-378/21

77 % BCICtn 20 % Hemp,

3 % spandex

40x14+70D/172x60
4/1 Satin

53'"/54"
238 (£5%)
Non-Peach

Code

Content

Construction

Width (Inch)
Weight (B/W)
Finishing

NF-392/21

39% Ctn,24%Vis, 16%
Modal,19%Poly,2%Span
20x150D+70D/180x60
4/1 Satin

50"/51"

290 (+5%)

Non-Peach

="\




50% BCI Cotton, 50% 75%BCICtn,22% Hemp,3%
T Recycled Cotton Content Spandex
. 20x7/124x44  3/1S
Constraction s et 2(::; ?ﬁ:+70d/ 108x46 2/1
Width (Inch) 57"/58" Width (Inch) 53"-54"
Weight (B/W) 274 (£5%) Weight (B/W) 178(£5%)
Finishi Face Side Peach, Back T
Inishing Side Brush Finishing Non -peach




Content 98% Cotton, 2% Spandex

Constricton 30+30x12+70D+12+70D/1
60x72 2/2 Matt

Width (Inch) 56"/57"

Weight (B/W) 283 (£5%)

Finishing Peach
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Content
Construction
Width (Inch)

Weight (B/W)
Finishing

98% Cotton, 2% Spandex

30x12+70D/147x60
3/1STwill

53| |/5.4||
255 (£5%)

Peach




The Better Cotton Initiative (BCl)
Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And

Civil Society Organizations-driving A )
The Cotton Sector Towards....
SAAD
As An Observer Member, In Order
Encourage
Code NF -4711/21 Code NF-4746/21
Content 100% Cotton Content 80% BCI Cotton, 20% PCW
Construction ;?fgiﬁﬁé!?OxSé Construction ;?C:;Tﬂo{}xés 3/1
Width (Inch) 57"/58" Width (Inch) 57"/58"
Weight (B/W) 230 (£5%) Weight (B/W) 328 (+5%)
Finishing Non-Peach

Finishing Non-Peach
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The Better Cotton Initiative (BCl) Bl
Is The Largest Cotton V4
Sustainability.... ‘
To Fashion And Textile Brands And f ’ V)
Civil Society Organizations-driving / | d. w )
The Cotton Sector Towards.... }3 |
I | SAAD
As An Observer Member, In Order i
§ 1
Encourage | !I
Code NF'372f’21 i ,J | | Code . NF-1089/21
Content 80% BCI Cotton, 20% PCW ": Content 80% BCI Cotton, 20% PCW
5
Construction 20x20/64x56  Dobby : Construction 20/2x16/ 4_6’(43 212
N Broken Twill
Weight (B/W) 145 (+5%) __ 5 Weight (B/W) 170 (£5%)
Finishing Non-Peach : E 4 Finishing Non-Peach a
- ti\
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Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And
Civil Society Organizations-driving
The Cotton Sector Towards....

As An Observer Member, In Order
Encourage

Content 80% BCI Cotton, 20% PCW

Content 80% BCI Cotton, 20% PCW

Construction 20x20/64x56 Dobby Construction 20/2)(16/4{’){43 %2
Broken Twill

Width (Inch) 57"/58" Width (Inch) 58'"/59"

Weight (B/W) 145 (£5%) Weight (B/W) 170 (£5%)

Finishing Non-Peach Finishing Non-Peach

SAAD A\




.A,;._,..__..‘.._.m_.,. " The Better Cotton Initiative (BCI)

N p——— =yea e s O
Is The Largest Cotton BCCI :

Sustainability....

I e e e ———
- 'Iﬁ_l1 TN T BN SO e ., &

i b To Fashion And Textile Brands And O "\[‘
B R e ' Civil Society Organizations-driving -
. Ty The Cotton Sector Towards....
e Gl

As An Observer Member, In Order
e Ty ; Encourage

-
B

Content 80% BCI Cotton, 20% PCW Content 80% BCI Cotton, 20% PCW

Construction 20x20/90x74  Dobby Construction 20/2dg/aeas | 22
Broken Twill

Width (Inch) 57"/58" Width (Inch) 57"/58" ’

Weight (B/W) 190 (£5%) Weight (B/W) 165 (£5%)

Finishing

Finishing Non-Peach

Non-Peach
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BCI

Corron

SAAD

a R O U P

Content 80% BCI Cotton, 20% PCW
Construction 20x20/62x56  Plain
Width (Inch) 57'"/58"

Weight (B/W) 135 (+5%)

Finishing Non-Peach







The Better Cotton Initiative (BClI)

Is The Largest Cotton BCEE
Sustainability....
To Fashion And Textile Brands And " 1[ v
Civil Society Organizations-driving i Hr)
The Cotton Sector Towards....

PAAR

As An Observer Member, In Order
Encourage

65% BC| Cotton, 20%

Conien PCW, 15% Linen Content e
Construction 20/2x16/56x44 Plain Construction 21x14/54%52 Plain
Width (Inch) 57"/58" Width (Inch) 54"/55"
Weight (B/W) 196 (£5%) Weight (B/W) 150 (+5%)
Finishing Non-Peach Finishing Non-Peach
- /




Content fosnBCl Cotton 0% Content 55% Cotton, 45% Linen
Construction 18x18/70x52  Plain Construction 10x10/50x46  Plain
Width (Inch) 57"/58" Width (Inch) 57'/58"

Weight (B/W) 151 (£5%) Weight (B/W) 205 5%)

Finishing Non-Peach Finishing Non-Peach

SAAD
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The Better Cotton Initiative (BCI)
Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And
Civil Society Organizations-driving
The Cotton Sector Towards....

As An Observer Member, In Order
Encourage

8 o A A

50% BCI Cotton, 20%
PCW, 30% Linen

16x10/84x69 Construction

Construction
Width (Inch)
Weight (B/W)

Width (Inch)
Weight (B/W)

SAAD

W SAATQIOUD cam be

100% BCI Cotton

30SIx30S1/78x60
Plain

57"/58"
110 (£5%)

Non-Peach




The Better Cotton Initiative (BCI)
Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And
Civil Society Organizations-driving
The Cotton Sector Towards....

As An Observer Member, In Order
Encourage

Content 80% BCI Cotton, 20% PCW

Construction 20+16+165.|x20+16+165|/6
2x56 Plain

Width (Inch) 57'"/58"

Weight (B/W) 155 (£5%)

Finishing Non-Peach

S
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BCI

Corron
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Content 100% BCI Cotton

30+30x3081+3051/102x80
Panama Canvas

Width (Inch) STSE:
Weight (B/W) 142 (+5%)

Finishing Non-Peach

Construction

=
=\
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The Better Cotton Initiative (BCl)
Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And
Civil Society Organizations-driving
The Cotton Sector Towards....

As An Observer Member, In Order

Encourage
Code
Content
Construction

Width (Inch)
Weight (B/W)
Finishing

NF3465/20
100% BCI| Cotton

16SIx16S1+20SI1/76x48
Plain

57"/58"
175 (+5%)

Non-Peach

SAAD

Code

Content
Construction
Width (Inch)
Weight (B/W)
Finishing

NF-4833/21
80% BCI Cotton, 20% PCW

16+16x20+20/78x50
2/2 Matt

57"/58"
170 (+5%)

Non-Peach



Content
Construction
Width (Inch)
Weight (B/W)
Finishing

100% Cotton

16SIx16S1/64x54  Plain
57"/58"
185 ¢5%)
Non-Peach







Code NF-815/21

Content 100% Cotton
Construction  30x40/132x80 Plain
Width (Inch)  57"/58"

Weight (B/W) 148 (£5%)

Finishing Non -Peach

Code
Content
Construction
Width (Inch)
Weight (B/W)
Finishing

4‘_.._-_-'.1

&

Y,

&
&

NF-1188/21

100% Cotton
40x40/133x100  Plain
57"/58"

135 #5%)

Paper Touch

v
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The Better Cotton Initiative (BCI) o
Is The Largest Cotton BCI = 8
Sustainability.... |
To Fashion And Textile Brands And e lf\,
Civil Society Organizations-driving L.._H‘}
The Cotton Sector Towards....

SAAD

o R O U ¥

As An Observer Member, In Order
Encourage

Conteat 100% Cotton Content 95% BCI Cotton, 5% PCW
Construction g(:éi:g[g::fgﬂl%ﬂo Construction 40x40/150x100 Plain
Width (Inch) 57"/58" Width (Inch) 57"/58"
/! Weight (B/W) 145 (#5%) Weight (B/W) 145 (£5%)
Finishing Paper Touch

o Finishing Non-Peach
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The Better Cotton Initiative (BCl)
Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And
Civil Society Organizations-driving
The Cotton Sector Towards....
SAAD
As An Observer Member, In Order
Encourage

i _ Code NF-1435/21
Content 80% BCI Cotton, 20% PCW Content 80% BCI Cotton, 20% PCW
Construction 7x7/46x36  2/2S Twill Construction iiji‘i}z’ 50xa4  2/27
Width (Inch) ST'/58" Width (inch) 57"/58"
Weight (B/W) 285 (+5%) Weight (B/W) 180 (+5%)
Finishing Both Side Brush Finishing Both Side Brush
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The Better Cotton Initiative (BCl)
Is The Largest Cotton
Sustainability....

To Fashion And Textile Brands And
Civil Society Organizations-driving
The Cotton Sector Towards....

As An Observer Member, In Order
Encourage

80% BCI Cotton, 20%

Content

Recycled Cotton
Construction ?&?30/8&65 Az
Width (Inch) 57"/58"
Weight (B/W) 115 (£5%)
Finishing Non-Peach







